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A house of complete ceramic solutions






 CHINA CLAY AHEMDABAD Chemical analysis
	1. SiO2 – 44.65

2. AL203 – 37.5

3. FE203 – 0.63

4. TiO2 – 0.69

5. CaO – 0.63

6. MgO – 0.49

7. K20 – 0.16

8. Na2O-0.40

9. MnO2-traces

10. Loss On Ignition – 14.83
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